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Ripton Battery Bank 

Low voltage condition – batteries cycling quickly.  4 batteries showing almost no voltage after short time (# 11,12, 17 & 
24).  Battery #10 has dislodged piece of metal showing in cell.  3EQ charges in last 4 days.  Electrolyte dark and cloudy 
after EQ charge in most cells.    

“At rest” voltage is taken after 1-hour rest with no sig. change in readings taken 20 min apart.

Battery #
(starting at + 

teminal)

11/10/12 
5:00PM
Voltage 

(“at rest” after 
EQ charge)

11/11/12 
6:30 AM
Voltage 

(“at rest”, bank 
at 89%)

11/10/12 
5:00 PM
Specific 
Gravity

11/11/12  
6:30 AM
Specific 
Gravity

Notes

1 2.09 2.05 1.268 1.243

2 2.09 2.06 1.270 1.248

3 2.10 2.06 1.275 1.253

4 2.10 2.06 1.275 1.249

5 2.09 2.05 1.265 1.248

6 2.10 2.06 1.265 1.248

7 2.09 2.06 1.268 1.243

8 2.09 2.06 1.265 1.248

9 2.07 2.04 1.257 1.228

10 2.10 2.06 1.290 1.252 dislodged metal piece visible

11 2.11 0.02 1.293 1.270 ***

12 2.12 1.41 1.292 1.268 ***

13 2.10 2.06 1.290 1.260

14 2.10 2.05 1.275 1.252

15 2.07 2.04 1.270 1.240

16 2.09 2.05 1.270 1.245

17 2.11 0.01 1.300 1.285 ***

18 2.09 2.05 1.270 1.250

19 2.10 2.06 1.282 1.250

20 2.09 2.05 1.270 1.250

21 2.10 2.06 1.282 1.255

22 2.09 2.05 1.270 1.248

23 2.09 2.05 1.272 1.251

24 2.09 0.02 1.280 1.265 ***


